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RELATIVE REFLECTIVITY OF VARIOUS METALS

(MIRROR) (DIFFUSED)

STAINLESS STEEL - #7/#8/#9 (MIRROR FINISH)
STAINLESS STEEL - #2BA (BRIGHT ANNEALED)

ALUMINUM - MIRROR POLISH
MONEL - MILL FINISH

STAINLESS STEEL - #2B
ALUMINUM - COLD ROLLED (MILL FINISH)

STAINLESS STEEL - #4
COPPER ALLOYS - MIRROR POLISH

STAINLESS STEEL - GLASS BEAD BLASTED
GOLD LEAF

STAINLESS STEEL - ANGEL HAIR FINISH
COPPER - COLD ROLLED

ZINC - UNWEATHERED (MILL FINISH)
ALUMINUM - ANGEL HAIR

BRASS - SATIN FINISH
TITANIUM - COLD ROLLED (MILL FINISH)

GALVANIZED STEEL (LIGHT SPANGLE)
GALVANIZED STEEL (LARGE SPANGLE)

STEEL - COLD ROLLED
STEEL - WEATHERED

ZINC - PREWEATHERED
COPPER - WEATHERED

LEAD - MILL FINISH

ALUMINUM - CLEAR ANODIZED

HIGH LOWREFLECTIVITY

SOLID DOT INDICATES REFLECTIVITY AT NEW STAGE
HOLLOW DOT INDICATES REFLECTIVITY AFTER AGING


